Universal Testing

O

48759, Vilege Peera Garh|

s, e, e Lt (23)
e, New Delh| ~ &
& Research Centre [[| a7 dicierans sioizizzi Sk
Email. lab@universaftesthouse com AR
[ A devision of Sustainabie Stowardshio Pvt Lid [N TS om &L
e LEST REPORT
Issued to: Afyun Plywood Industries ULR No. TCT15024000000341F
154 B, Industrial Ared Baikampadl, Sufathkal Hobl | Report Na: UTRC/ 24110802
'&ﬂpﬁrq.hdln-msou
 Document Number: UTRCGR 36 | Report Date: 13/11/2024
| Adbesive Type: Nil | Grade/Type: P § Date of Completion: 13/1172024
 Batch No/Control Unit No. Nil | Date of Start of Testing 0671172024
“Date of Manufacturing: 29/10/2024 Date Recelved: 06/11/2024
* Condition of Sample: Good o Environmental Conditions: 2015
Sample Description  : Plywood, Thickiess 19mm, Type £0
| S.No. | Test Parameter Unit Method Result
1. | Formaldehyde Content mg/l JISA 1460:2021 007
oSl uf Bepont*
Sudhir Kr. Mishra MUKLL G35
1 Las 3
Ky '@\'&
Reviewed By Authorised Signatory
P Page 1 (1

® Tre restn doled wwier 3oy 1) intien! SaTEies. et apobsante parammers. £ncrsament of prcuct s neTher it for mTpeed

® Total bty of our ieh s Sk 10 D areiond smouTt

© Sampes of [ 0estIped e 0 diys o™ Pe e of lesf oo utdems climrwan apectied

® This spom & Gk 19 Do IMprmauose wholly o 1 AT anG CHGE D vimd #3 50 SGHN0F In P Cout of Litw 90 IN0WS Nt D e I sy ADWItisng medie
TR A SPOLIM PETIIENT 1 Wi,

® Repod miw 1 e Snpm mOrESne i Us 300 N0 I3 by UR S MSI0Ned ciherwas




